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Table 4 (a) Cementless cup brands for primary hip procedures performed during 2018.

wal Report I IS

Manufacturer Brand procedures Percentage
B oo s s L e e
Stryker Trident 18,165 27%
DePuy Pinnacle 17,961 27%
Smith & Nephew R3 Cementless 5513 8%
Zimmer Biomet Continuum 3,196 5%
DePuy Pinnacle Gription 3,081 5%
Zimmer Biomet Trilogy 3,014 4%
Cgrin Trinity 2,886 4% |
Zimmer Biomet Trilogy IT 2,781 4%
Zimmer Biomet Exceed ABT 2,428 4%

JRI Orthopaedics Ltd Furlong HAC CSF Plus 1,995 3%
Stryker Tritanium 1,474 2%
Zimmer Biomet G7 Cementless Acetabular Component 830 1%
MicroPort Orthopedics Procotyl L 410 <1%
T — 'gjé)ecular Metal Modular Cementless 370 <1%

B Braun / Aesculap Plasmafit Gementless Gup 316 <1% g
Medacta UK Lid Versafit CC Trio 272 <% >
Symbios SA April - Ceramic 225 <1% %
Zimmer Biomet Allofit 224 A% Z
Mathys Orthopaedics Ltd RM Pressfit Vitamys 188 <1% %
Lima Detia TT 182 <1% §
Serf Novae 164 <1% 2
B Braun / Aesculap Plasmacup SC 142 <1% ©
Medacta UK Ltd MPACT 141 <1%
Stryker XLFit Acetabular Cup 135 <1%

JRI Orthopaedics Ltd CSF 132 <1%
Mathys Orthopaedics Ltd RM Pressfit 129 <1%

FH Orthopedics Atlas llip 116 <1%
Smith & Nephew EP-Fit Plus 92 <1%
Zimmer Biomet Avantage DM Cementless Cup 66 <1%
Zimmer Biomet Allofit IT 65 <1%
Dedienne Sante ADES 62 <1%
Smith & Nephew Polarcup Cementless 62 <1%
Lima Delta One TT 61 <1%
Stryker Restoration ADM Cup 55 <1%
Zimmer Biomet Trabecular Metal Revision Shell 53 <1%
Zimmer Biomet Mallory-Head Cementless Cup 51 <1%
Stryker Trident Il 44 <1%
Symbios SA April - Polyethylene 42 <1%
Stryker ABG Il Cementless Cup 37 <1%
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Table 6 (a) Cementless stem brands for primary hip procedures performed during 2018.

Number of
Manufacturer Brand procedures Percentage

38,559

2019

DePuy Corail 18,127 47%
Stryker Accolade |l 3,624 9%
Smith & Nephew Polarstem Cementless 3,549 9%
Zimmer Biomet Taperloc Cementless Stem 2,258 6%
Zimmer Biomet Taperloc Complete Cementless Stem 1,631 4%
Zimmer Biomet M/L Taper Cementless 1,418 4%
JRI Orthopaedics Ltd Furlong HAC Stem ' 1,241 3%
Corin Metafix Stem 960 2%
W 26
JRI Orthopaedics Lid Furlong Evolution Cementless 731 2%
Smith & Nephew Anthology 427 1%
DePuy Summit Cementless Stem 398 1%
DePuy Tri-Lock BPS 366 <1%
B Braun / Aesculap Excia Cementless 341 <1%
TriFit TS hip stem 296 <1%
Smith & Nephew Synergy Cementless Stem 246 <1%
Zimmer Biomet Avenir Muller Cementless 235 <1%
Corin ) — minHip 202 <1% |
MicroPort Orthopedics l Profemur L Classic 168 <1% '
Symbios SA SPS Evolution 162 <1%
DePuy S-Rom Cementless Stem 151 <1%
Medacta UK Ltd AMIStem-HAP 116 <1%
Medacta UK Ltd Quadra-H 115 <1%
Zimmer Biomet CLS Spotorno Cementless Stem 110 <1%
Smith & Nephew SL-Plus Cementless Stem 100 <1%
Symbios SA Symbios Custom Cementless Stem 82 <1%
MicroPort Orthopedics Profemur TL Classic 80 <1%
Stryker Restoration Cementless Stem 71 <1%
MicroPort Orthopedics Profemur L Modular 57 <1%
Zimmer Biomet Bimetric Cementless Stem 54 <1%
Zimmer Biomet Arcos Cone 42 <1%
Symbios SA SPS HA 37 <1%
Medacta UK Ltd AMIStem H Proximal Cementless 33 <1%
DePuy Corail Revision Stem 28 <1%
MicroPort Orthopedics Profemur TL 28 <1%
Implantcast GmbH EcoFit Hip Stem cpTi 26 <1%
Medacta UK Ltd SMS 20 <1%
B Braun / Aesculap Metha Monoblock Stem 19 <1%
Mathys Orthopaedics Ltd Twinsys Cementless Stem 14 <1%

Lima Master SL 13 <1%

© National Joint Regist
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Table 4 (a) Cementless cup brands for primary hip procedures performed during 2017.

Number of

procedures Percentage

R R seazhel L

DePuy Pinnacle 18,807 28%
Stryker Trident 16,310 25%
Smith & Nephew R3 Cementless 4,210 %
Zimmer Biomet Trilogy 3,315 5%
Zimmer Biomet Exceed ABT 3,094 5%
Zimmer Biomet Continuum 2,888 4%
Zimmer Biomet Trilogy IT 2,883 4%
DePuy Pinnacle Gription 2,859 4%
Corn Trinity 2,823 4% |
JRI Orthopaedics Lid Furlong HAC CSF Plus 2,519 4%
Stryker Tritanium 1,105 2%
Zimmer Biomet G7 Cementless Acetabular Component 708 1%
Zimmer Biomet g:&z%lé:;yg% Modular 440 <1%
MicroPort Orthopedics Procotyl L 433 <1%
Medacta UK Ltd Versafit CC Trio 322 <1% g
Zimmer Biomet Allofit 303 <% %
“Mathys Orthopaedics Ltd RM Pressfit Vitamys 297 <% %
B Braun / Aesculap Plasmafit Cementless Cup 291 <1% Etc,
JRI Orthopaedics Ltd CSF 228 <1% 3
Symbios SA April - Ceramic 213 <1% &
B Braun / Aesculap Plasmacup SC 209 <1% 3
Stryker XLFit Acetabular Cup 209 <1% ©
Lima Delta TT 200 <1%
Smith & Nephew EP-Fit Plus 156 <1%
Serf Novae 150 <1%
Zimmer Biomet Mallory-Head Cementless Cup 135 <1%
Mathys Orthopaedics Lid RM Pressfit 127 <1%
DePuy DeltaMotion 124 <1%
Zimmer Biomet Avantage Cementless Cup 107 <1%
Zimmer Biomet Trabecular Metal Revision Shell 69 <1%
Dedienne Sante ADES 65 <1%
Zimmer Biomet Allofit IT 64 <1%
Medacta UK Ltd MPACT 61 <1%
FH Orthopedics Atlas llip 60 <1%
Symbios SA April - Polyethylene 56 <1%
Stryker Restoration ADM Cup 55 <1%
Lima DeltaOne TT 53 <1%
Stryker ABG Il Cementless Cup 52 <1%
Zimmer Biomet CLS Cementless Cup 47 <1%
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Table 6 (a) Cementless stem brands for primary hip procedures performed during 2017.

Bl e e IR

Number of
procedures

DePuy Corail 19,854 50%
Stryker Accolade Il 2,588 7%
Smith & Nephew Polarstem Cementless 2,363 6%
Zimmer Biomet Taperloc Cementless Stem 2,323 6%
Zimmer Biomet M/L Taper Cementless 1,656 4%
JRI Orthopaedics Ltd Furlong HAC Stem 1,643 4%
Zimmer Biomet Taperloc Complete Cementless Stem 1,417 4%
Stryker Accolade 1,099 3%

j Metafix Stem 980 2%
JRI Orthopaedics Ltd Furlong Evolution Cementless 829 2%
Smith & Nephew Anthology 513 1%
DePuy Trilock BPS 354 <1%
DePuy Summit Cementless Stem 345 <1%

B Braun / Aesculap Excia Cementless 340 <1%
Smith & Nephew Synergy Cementless Stem 286 <1% o
orin TriFit TS hip stem 27 <1% &
Smith & Nephew SL-Plus Cementless Stem 235 <1% %
[ corn minHip 230 <1% | €
Symbios SA SPS Evolution 229 <1% £
MicroPort Orthopedics Profemur L Classic 207 <1% ?g
Zimmer Biomet Bimetric Cementless Stem 166 <1% %
Medacta UK Ltd Quadra-H 156 <% &
Zimmer Biomet CLS Cementless Stem 141 <1%
DePuy S-Rom Cementless Stem 136 <1%
Zimmer Biomet Avenir Muller Cementless 120 <1%
MicroPort Orthopedics Profermur L Modular 100 <1%
Medacta UK Ltd AMIStem-H 81 <1%
Mathys Orthopaedics Ltd Twinsys Cementless Stem 80 <1%
Stryker Restoration Cementless Stem 79 <1%
Zimmer Biomet Arcos Cone 50 <1%
MicroPort Orthopedics Profemur TL Classic 45 <1%
JRI Orthopaedics Ltd Furlong HAC Active Stem 41 <1%
Symbios SA SPS Ha 38 <1%
Lima Master SL 36 <1%
B Braun / Aesculap Metha Monoblock Stem 31 <1%
Medacta UK Ltd AMIStem H Proximal Cementless 31 <1%
DePuy Corail Revision Stem 29 <1%
Zimmer Biomet ZMR Cementless Proximal Stem 24 <1%
MicroPort Orthopedics Profemur TL 23 <1%
Implantcast GmbH EcoFit Hip Stem cpTi 19 <1%
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Table 4 (a) Cementless cup brands for primary hip procedures performed during 2016.

© National Joint Registry 2017

Number of
Manufacturer Brand procedures Percentage
TR R R e
DePuy Pinnacle 18,299 29%
Stryker Trident 13,446 22%
Smith & Nephew R3 Cementless 3,613 6%
Zimmer Biomet Trilogy 3,479 6%
Zimmer Biomet Exceed ABT 3,419 5%
JRI Orthopaedics Ltd Furlong HAC CSF Plus 3,004 5%
Corin Trinity 2,888 5%
Zimmer Biomet Trilogy IT 2,827 5%
Zimmer Biomet Continuum 2,478 4%
DePuy Pinnacle Gription 2,425 4%
Stryker Tritanium 941 2%
Zimmer Biomet G7 Cementless Acetabular Component 535 <1%
Zimmer Biomet Allofit 471 <1%
Zimmer Biomet Trabecular Metal Modular Cementless Cup 457 <1%
Medacta UK Ltd Versafit CC Trio 342 <1%
MicroPort Orthopedics Procotyl L 817 <1%
B Braun / Aesculap Plasmacup SC 310 <1%
JRI Orthopaedics Ltd CSF 269 <1%
Mathys Orthopaedics Ltd RM Pressfit vitamys 255 <1%
Symbios SA April - Ceramic 246 <1%
Smith & Nephew EP-Fit Plus 233 <1%
B Braun / Aesculap Plasmafit Cementless Cup 232 <1%
Stryker XLFit Acetabular Cup 228 <1%
Lima Delta TT 205 <1%
Dedienne Sante ADES 147 <1%
Zimmer Biomet Mallory-Head Cementless Cup 144 <1%
DePuy DeltaMotion 187 <1%
Serf Novae 134 <1%
Zimmer Biomet Avantage Cementless Cup 118 <1%
FH Orthopedics Atlas lllp 117 <1%
Mathys Orthopaedics Ltd RM Pressfit 115 <1%
Stryker ABG Il Cementless Cup 77 <1%
Zimmer Biomet Allofit IT 73 <1%
Zimmer Biomet Trabecular Metal Natural Cup 67 <1%
Lima Delta One TT 66 <1%
Mathys Orthopaedics Ltd RM Classic 59 <1%
Symbios SA April - Polyathylene 50 <1%
Zimmer Biomet Trabecular Metal Revision Shell 41 <1%
Zimmer Biomet CLS Cementless Cup 37 <1%
Stryker Restoration ADM Cup 35 <1%

Continued >
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Table 6 (a) Cementless stem brands for primary hip procedures performed during 20186.

Manufacturer Brand Number of procedures Percentage

R N T ey
DePuy Corail 19,460 50%
Zimmer Biomet Taperloc Cementless Stem 2,341 6%
JRI Orthopaedics Ltd Furlong HAC Stem 2,050 5%
Zimmer Biomet M/L Taper Cementless 2,044 5%
Smith & Nephew Folarstem Cementless 1,806 %
Stryker Accolade 1,441 4%
Zimmer Biomet Taperloc Complete Cementless Stem 1,434 4%
Stryker Accolade I 1,205 3%
Cori Metafix Stem 924 2%
Smith & Nephew Anthology 678 2%
B Braun / Aesculap Excia Cementless 383 <1%
DePuy Trilock BPS 361 <1%
Corin TriFit TS hip stem 358 <1%

T Neghew | SLPls mTTe 1%
Smith & Nephew Synergy Cementless Stem 336 <1%
DePuy Summit Cementless Stem 256 <1%
MicroPort Orthopedics Profemur Modular Neck 222 _ <1%
Corin miniHip 218 <1%

Zimmer Biomet CLS Cementless Stem 184 <1%
Zimmer Biomet Bimetric Cementless Stem 182 <1%
Medacta UK Ltd Quadra-H 172 <1%
Symbios SA SPS Evolution 146 <1%
DePuy S-Rom Cementless Stem 145 <1%
MicroPort Orthopedics Profemur L Modular 126 <1%
Symbios SA SPS Ha 110 <1%
MicroPort Orthopedics Profemur L Classic 85 <1%
Mathys Orthopaedics Ltd  Twinsys Cementless Stem 83 <1%
Stryker Restoration Cementless Stem 75 <1%
Lima Master SL 70 <1%
Medacta UK Lid AMIStem-H 574 <1%
Implantcast GmbH EcoFit Cementless Stem 65 <1%
JRI Orthopaedics Ltd Furlong HAC Active Stem 45 <1%
Symbios SA SPS Modular 43 <1%
Zimmer Biomet Arcos Cone 42 <1%
Zimmer Biomet Zweymuller 33 <1%
DePuy Corail Revision Stem 28 <1%
MicroPort Orthopedics Profemur TL 27 <1%
B Braun / Aesculap Metha Monoblock Stem 24 <1%
Zimmer Biomet Alloclassic Cementless Stem 24 <1%
B Braun / Aesculap Bicontact Cementless Stem 21 <1%
Zimmer Biomet Avenir Muller Cementless 20 <1%

Continued >

© National Joint Reésfsw 2017
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Table 3 (b) (continued)

Number of
Manufacturer Brand procedures Percentage

Biomet

Endo Plus (UK) Limited
Finsbury

Implantcast GmbH
Mathys Orthopaedics Ltd
MicroPort Orthopedics
Zimmer

Apollo

Polarcup Cemented
Freeman Cup Finsbury
EcoFit Cemented Cup
CCB Cup

A Class

Duracel

Table 4 (a) Cementless cup brands for primary hip procedures performed during 2015.

Number of
Manufacturer Brand procedures Percentage

Sy T R i (W (il o]

<1%
<1%
<1%
<1%
<1%
<1%
<1%

© National Joint Registry 2016

58, 420
DePuy Pmnacle 18,039 31%
Stryker Trident 12,100 21%
Biomet Exceed ABT 3,887 7%
Zimmer Trilogy 3,304 6%
JRI Orthopaedics Ltd CSF Plus 3,211 5%
. LLLSmith & Nephew R3 Cementless 3,176 5% :
| Corin Trinity 2,605 5% |
Zimmer Trilogy IT 2,618 4%
Zimmer Continuum 1,774 3%
DePuy Pinnacle Gription 1,658 3%
Stryker Tritanium 748 1%
Zimmer Trabecular Metal Modular Cementless Cup 513 <1%
Zimmer Allofit 475 <1%
Lima Delta TT 397 <1%
Medacta UK Lid Versafit CC Trio 360 <1%
JRI Orthopaedics Lid CSF 346 <1%
B Braun / Aesculap Plasmacup Cementless Cup 320 <1%
MicroPort Orthopedics Procotyl L 301 <1%
Symbios SA April 253 <1%
Mathys Orthopaedics Ltd RM Pressfit vitamys 233 <1%
Endo Plus (UK) Limited EP-Fit Plus 206 <1%
Orthodynamics Novae 201 <1%
DePuy DeltaMotion 173 <1%
B Braun / Aesculap Plasmafit Cementless Cup 152 <1%
Mathys Orthopaedics Ltd RM Pressfit 143 <1%
Biomet Mallory-Head Cementless Cup 117 <1%
Biomet Bonemaster 105 <1%
Stryker ABG Il Cementless Cup 90 <1%
Biomet Avantage Cementless Cup 86 <1%

Continued >
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Table 6 (a) Cementless stem brands for primary hip procedures performed during 2015.

Manufacturer Brand Number of procedures Percentage
R R S N T O e TR Tl
DePuy Corall 19,292 51%
Biomet Taperloc Cementless Stem 2073 7%
JRI Orthopaedics Ltd Furlong HAC Stem 2,393 6%
Zimmer M/L Taper Cementless 1,862 5%
Stryker Accolade 1,855 5%
Smith & Nephew Polarstem Cementless 1,370 4%
Biomet Taperloc Complete Cementless Stem 848 2%

rin Metafix Stem 735 2%
JRI Orthopaedics L urlong Evolution Cementless 693 2%
Smith & Nephew Anthology 627 2%

! Stryker Accolade Il 624 L 2%
DePuy Trilock BPS 620 2%
Smith & Nephew Synergy Cementless Stem 572 2%
B Braun / Aesculap Excia Cementless 301 <1%
Zimmer CLS Cementless Stemn 252 <1%
Corin TriFit TS 230 <1%

. Endo Plus {UK) Limited SL-Plus Cementless Stem 212 <1%

| Corin miniHip 205 <1% }
Biomet Bimetric Cementless Stem 194 <1%
MicroPart Orthopedics Profemur L 191 <1%
DePuy Summit Cementless Stem 174 <1%
DePuy S-Rom Cementless Stem 154 <1%
Smith & Nephew SL-Plus Cementless Stem 114 <1%
Symbios SA SPS Evolution 112 <1%
Medacta UK Lid AMIStem Cementless 100 <1%
Mathys Orthopaedics Ltd Twinsys Cementless Stem 93 <1%
Stryker Restoration Cementless Stem 79 <1%
Implantcast GmbH EcoFit Cementless Stem 74 <1%
B Braun / Aesculap Metha Monoblock Stem 52 <1%
Symbios SA SPS Ha 50 <1%
JRI Orthopaedics Ltd Furlong HAC Active Stem 44 <1%
Zimmer Zweymuller 41 <1%
Zimmer Alloclassic Cementless Stem 39 <1%
Symbios SA SPS Modular 38 <1%
MicroPort Orthopedics Profemur TL 36 <1%
Lima Master SL 30 <1%
DePuy Corail Revision Stem 29 <1%
B Braun / Aesculap Bicontact Cementless Stem 27 <1%
MicroPort Orthopedics Profemur L Classic 26 <1%
Biomet Arcos Cone 24 <1%
Mathys Orthopaedics Ltd CBC Evolution 21 <1%
Zimmer ZMR Cementless Proximal Stem 16 <1%

Continued >

© National Joint Registry 2016
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Table 4 (a) Cementless cup brands for primary hip procedures performed during 2014.

© Nalional Joint Registry 2015

Number of - §
¥ Manufacturer Brand procedures Percentage | ODEP rating
R A R R R O O R R
DePuy Pinnacle 19,095 33% 10A
Stryker Trident 10,844 19% 10B
Biomet Excesd ABT 3,845 7% 5A
JRI Orthopaedics Ltd CSF Plus 3,835 7% 3A
Smith & Nephew R3 Cementless 3,148 5% 3A
Zimmer Trilogy 3,056 5% 10A
~Conn Trinity 2,511 4% 3A ]
Zimmer Continuum 2,116 4% Pre-Entry
Zimmer Trilogy IT 1,077 2% 10A
Zimmer FMIT 884 2%  Unclassified
Stryker Tritanium 698 1% 3A
JRI Orthopaedics Ltd CSF 652 1% 10A
Lima Delta TT 644 1%  Unclassified
Zimmer Trabecular Metal Cementless Cup 620 <1% Pre-Entry
Zimmer Allofit 501 <1% 10A
Symbios SA April 478 <1%  Unclassified
MicroPort Orthopedics Procotyl 403 <1% Pre-Entry
Medacta UK Ltd Versafit 402 <1% 3A
B Braun / Aesculap Plasmacup Cementless Cup 358 <1% TA
Smith & Nephew EP-Fit Plus 218 <1% 5A
DePuy DeltaMation 216 <1% 3A
Mathys Orthopaedics Ltd RM Pressfit vitamys 204 <1% Pre-Entry
Orthodynamics Novae 185 <1% 10B
Mathys Orthopaedics Ltd RM Pressfit 165 <1% 5A
B Braun / Aesculap Plasmafit Cementless Cup 131 <1% Unclassified
Stryker ABG Il Cementless Cup 128 <1% 7A
FH Orthopaedics Atlas llp 125 <1% 10A
Biomet Mallory-Head Cementless Cup 116 <1% 10A
Mathys Orthopaedics Lid RM Classic 89 <1% 10A
Implantcast GmbH Ecofit Cementless Cup il <1%  Unclassified
Mathys Orthopaedics Ltd seleXys PC 68 <1% Pre-Entry
Biomet Regenerex Ringloc+ 54 <1%  Unclassified
Lima Delta One TT 54 <1%  Unclassified
Lima Delta PF 51 <1% 3A
Mathys Orthopaedics Ltd seleXys DS Cementless 49 <1% Pre-Entry
Biomet Exceed 42 <1% TA
Zimmer Trabecular Metal Natural Cup 41 <1% 5A
Biomet Avantage 39 <1% 7B
Biomet G7 37 <1% Unclassified
Zimmer CLS Cementless Cup 33 <1% 10A

Continued >



National Joint Registry | 12th Annual Report Il

Table 6 (a) Cementless stem brands for primary hip procedures performed during 2014,

Number of
Manufacturer Brand procedures Percentage| ODEP rating
R R N T N
DePuy Corall 18,973 49% 10A
JRI Orthopaedics Ltd Furlong HAC Stem 3312 9% 10A
Biomet Taperloc Cementless Stem 3,216 8% 10A
Stryker Accolade 1,938 5% TA
Zimmer M/L Taper Cementless 1,724 % 5A
Smith & Nephew Polarstem Cementless 1,158 3% 5A
DePuy Trilock BPS 747 2% Pre-Entry
JRI Orthopaedics Ltd Evolution Cementless 686 2%  Unclassified
Smith & Nephew Synergy Cementless Stem 640 2% TA
Smith & Nephew Anthology 634 2% 5B
i Metafix Stem 608 2% 3A
Stryker Accolade I 493 1%  Unclassified
Biomet Taperloc Complete Cementless Stem 434 1% 10A
Smith & Nephew SL-Plus Cementless Stem 355 <1% 10A
MicroPort Orthopedics Profemur L 354 <1% BA
B Braun / Aesculap Excia Cementless 314 <1% TA
] Torin miniHip 287 <1% 3A |
Symbios SA SPS Evolution 210 <1%  Unclassified 2
Zimmer CLS Cementless Stem 203 <1% 108 =
DePuy S-Rom Cementless Stem 194 <1% 10A £
Medacta UK Ltd Quadra Cementless 193 <1% 5A 5
DePuy Summit Cementless Stem 188 <1% 7A
Biomet Bimetric Cementless Stem 1 <1% 10A g
Medacta UK Ltd AMIStem Cementless 169 <1% Pre-Entry
Zimmer Versys Cementless Stem 161 <1% A
Implantcast GmbH Implantcast Cementless Stem 145 <1%  Unclassified
Corin Trifit m 121 <1% Unclassified
Symbios SPS Ha T8 <1% 10C
Mathys Orthopaedics Ltd  Twinsys Cementless Stem 106 <1% 5A
Symbios SA SPS Modular 101 <1%  Unclassified
Stryker Restoration Cementless Stem 87 <1%  Unclassified
Lima H-Max S Monoblock Stem 85 <1%  Unclassified
Zimmer M/L Taper Kinectiv Cementless 62 <1% Pre-Entry
MicroPort Orthopedics Profemur TL 54 <1% 3A
B Braun / Aesculap Metha Monoblock Stem 43 <1% Pre-Entry
Biomet Arcos Cone 43 <1%  Unclassified
JRI Orthopaedics Lid Furlong HAC Active Stem 41 <1% 10A
Zimmer Alloclassic Cementless Stem 35 <1% 10A
B Braun / Aesculap Bicontact Cementless Stem 34 <1% 10A
Mathys Orthopaedics Ltd CBC Evolution 34 <1% Pre-Entry
Stryker ABG Il Monolithic Cementless Stem 29 <1%  Unclassified
Symbios SA Harmony Modular 26 <1%  Unclassified

Continued >
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Table 4 (a) Cementless cup brands for primary hip procedures performed during 2013.

Number of
procedures | Percentage (%) | ODEP rating

Manufacturer Brand
BRI e b e e
DePuy Pinnacle 15,783 31.36% 10A
Stryker Trident 9,694 19.26% TA
JRI Orthopaedics Ltd CSF Plus 3,668 7.09% 3A
Biomet Excead ABT 3,564 7.08% 5A
Zimmer Trilogy 3,285 6.53% 10A
Smith & Nephew R3 Cementless 2,885 5.73% 3A
IA Corin Tririty 1,998 3.97% aa |
Zimmer Continuum 1,627 3.03% Pre-Entry
JRI Orthopaedics Ltd CSF 831 1.65% 10A
Lima Delta TT 776 1.54%  Unclassified
Zimmer FMIT 632 1.26%  Unclassified
Zimmer Trilogy IT 595 1.18%  Unclassified
Stryker Tritanium 580 1.15% A
Zimmer Trabecular Metal Cementless Cup 531 1.06% Pre-Entry
MicroPort Orthopedics Procotyl 499 <1% Pre-Entry
B Braun / Aesculap Plasmacup Cementless Cup 458 <1% 7A
Z  Symbios SA April 387 <1%  Unclassified
é Centerpulee Allofit 350 <1% 10A
¢ DePuy DeltaMotion 340 <1% 3A
2 Medacta UK Ltd Versafit 057 <1% 3A
% Endo Plus (UK) Limited EP-Fit Plus 181 <1% 5A
s Mathys Crthopaedics Ltd RM Classic 164 <1% 10A
Zimmer Allofit 152 <1% 10A
FH Orthopaedics Atlas llip 132 <1% 10A
Stryker ABG Il Cementless Cup 126 <1% 7A
Orthodynamics Novae 120 <1% 10B
Biomet Exceed 101 <1% TA
Mathys Orthopaedics Ltd RM Pressfit 91 <1% 5A
Biomet Avantage 78 <1% 7B
Biomet Mallory-Head Cementless Cup 77 <1% 10A
Mathys Orthopaedics Ltd seleXys PC 76 <1% Pre-Entry
Lima Delta PF 60 <1% 3A
Lima DeltaOne TT 53 <1%  Unclassified
Biomet Regenerex Ringloc+ 52 <1%  Unclassified
Zimmer CLS Cementless Cup 52 <1% 10A
Smith & Nephew Reflection Cementless 50 <1% A
Active Implants Tribofit 37 <1% Pre-Entry
Stryker Restoration ADM Cup 34 <1%  Unclassified
Endo Plus (UK) Limited Bicon-Plus 25 <1% 10A
Zimmer Trabecular Metal Natural Cup 21 <1% 5A

Continued >
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Table 6 (a) Cementless stem brands for primary hip procedures performed during 2013.

Number of
Manufacturer Brand procedures | Percentage (%) | ODEP rating

PR R R R e

DePuy Corail 16,894 47% 10A
JRI Orthopaedics Ltd Furlong HAC Stem 3,425 9% 10A
Biomet Taperloc Cementless Stem 8,251 9% 10A
Stryker Accolade 2,817 8% TA
Zimmer M/L Taper Cementless 1,268 3% 5A
Smith & Nephew Polarstem Cementless 885 2% 5A
DePuy Trilock BPS 695 2% Pre-Entry
Smith & Nephew Synergy Cementless Stem 645 2% A
Smith & Nephew Anthology 592 2% 5B
JRI Orthopaedics Ltd Evolution Cementless 494 1%  Unclassified
Caorin Metafix Stem 46 1% 3A
icroPort Orthopedics Profemur Cermentless Stem 454 1% Pre-Entry
J_Gor%n miniHip 314 <1% 3A
" B Braun / Aesculap Excia Cementless 312 <1% TA
Zimmer Versys Cementless Stem 305 <1% A
Endo Plus (UK) Limited SL-Plus Cementless Stem 303 <1% 10A
Bicmet Taperloc Complete Cementless Stem 213 <1% 10A
Zimmer CLS Cementless Stem 196 <1% 10A
Stryker Accolade I 185 <1%  Unclassified
Medacta UK Ltd AMIStem Cementless 183 <1% Pre-Entry
Biomet Bimetric Cementless Stem 179 <1% 10A
DePuy S-Rom Cementless Stem 179 <1% 10A
Symbios SA SPS Evolution 174 <1%  Unclassified
Zimmer M/L Taper Kinectiv Cementless 142 <1% Pre-Entry
DePuy Summit Cementless Stem 129 <1% TA
Stryker ABG Il Monolithic Cementless Stem 124 <1%  Unclassified
Lima H-Max S Monoblock Stem 118 <1% Unclassified
Mathys Orthopaedics Ltd  Twinsys Cementless Stem 111 <1% 5A
Symbios SA SPS Modular 107 <1%  Unclassified
Smith & Nephew SL-Plus Cementless Stem 88 <1% 10A
Stryker Restoration Cementless Stem 86 <1% Unclassified
Stryker Omnifit Cementless Stem 83 <1% 10A
MicroPort Orthopedics Ancafit Cementless Stem 62 <1% TA
Symbios SA SPS Ha 58 <1% 10C
MicroPort Orthopedics Profemur Preserve 54 <1% Pre-Entry
Medacta UK Ltd Quadra Cementless 51 <1% S5A
Zimmer M/L Taper 49 <1% BA
B Braun / Aesculap Metha Monoblock Stem 41 <1% Pre-Entry
JRI Orthopaedics Ltd Furlong HAC Active Stem 39 <1% 10A
orin Trifit Cementless 33 <1%  Unclassified
B Braun / Aesculap icon ementless Stem 30 <1% 10A
Biomet Arcos Cone 27 <1%  Unclassified
DePuy Silent 24 <1% Pre-Entry
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