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PT. TIYI}AH KTAT PIILP & PAPER TbK.

tpeciflcation sf Fhm*$*&py Faper

No : IK Spec

3, 202]

No Description UNIT Test Reference
Basis Weight ( gsm )

80

I Basis Weight grlm? rso 536 80 * 40h

)
a Thickness pm ISO 534 : 1998 106 X2

3 Moisture Content "/" T4t2(}M-11 4.0 - 5.0

4 Opacity v ISO 2471 90.0

5 Roughness
w

mUmin rso 8791-2 < 250
F

6

hlo

Stiffness

Bending (15o)

MI}

CD

Description

mNm

UNIT

T5560M-11

Test Reference

: 0.37

> 0.18

Grade Color

Bluish White

1 Brightness o//o rso 2478 95.0 + 1

,,
2 CIE Whiteness o//$ rso 11475 I60.t) + 3

TESTING C0NDITT0N ( T 4S2 sp 0B )
TEhilPERATURE2S+1OC
RETATIVE HUMIDITY 50 t 2, 96 QUALITY

trHtc*
r$0 frIBs trEFCi3g-.31-SA004
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