/thumaczenie z jezyka angielskiego/

nGETAK .
o, LEMBAGA GETAH MALAYSIA g
[} L srviec
. @” " RUBBER RESEARCH INSTITUTE OF MALAYSIA sttt i
% =‘.;~.,;%4‘°$ Global Testing and Consaltancy for Rubber (G-TACr) =

"G""'N;;asée Malaysian Rubber Board. 47000 Sungai Buloh, Selangor. Nac=wRa [ ( STANDARDS
Tel: (6)03-61459471 Fax: (6)03-61412907 it
Email: gtacrt@ lgm.gov.my Website: http:s www lgm.gov.my/gtacr ity

Nasz nr raportu: LGM/ GTACRr/7.8/CP/2106/0018
Twoja referencja:

23czerwiec 2021
Ansell NP SDN BHD
Lot 80, Kawasan Perindustrian Air Keroh
75450 Melaka

Uwaga: Pani Noor Atqah Saadon

Raport z badania

OtrzymaliSmy probke dostarczonga do nas wraz listem motywacyjnym datowanym na 1 czerwiec 2021.
Analiz¢ przeprowadzono zgodnie z zleceniem. Przedstawiamy nastepujace wyniki:

Data otrzymania probki: 17 czerwiec 2021

Data badania: 22 czerwiec 2021
Metoda badania: EN 455:3 - 2006
Stan probki: przed starzeniem
Rodzaj probki: rekawica
Wynik badania
NR Nazwa produktu Poziom protein, brak rozcienczania ( etap A.6.4. 4-EN
455-3) 2 -gi czas rozcienczania
) Gammex Latex Textured ng/g )
(Nr LOT: 2105456204) pg/dm
3
4

/nieczytelny podpis/

Ruhida Ab. Rahim

(NR IKM:

2542/5226/07)

Manager techniczny
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Our Report No : LGM/GTACR/7.8/CP/2106/0018
Your Reference

June 23, 2021

ANSELL NP SDN BHD

Lot 80, Kawasan Perindustrian Air Keroh,
75450 Melaka.

Attention: Mrs Noor Atigah Saadon

TEST REPORT

We have received samples delivered to us under your covering letter dated June 01, 2021.
Analysis had been carried out as per your request. We report the following results:

Date of receipt of sample :June 17, 2021
Date Tested s June 22, 2021
Test Method : EN455:3 - 2006
Sample Condition : Unaged
Type of Sample : Glove
Test Result
Protein Content
No Product Brand Name No of Dilution (Step A.6.4.
4 — EN 455-3) 2" Time Dilution
Ma/g ug/dm?
2 GAMMEX Latex Textured
(Lot No : 2105456204) 3 4

“PRIHATIN RAKYAT: DARURAT MEMERANGI COVID-19”

“BERKHIDMAT UNTUK NEGARA”
“KREATIF, INOVATIF, PROGRESIF”

Saya yang menjalankan amanah,

Ru lM(Rahlm
(IKM NO.: M 2542/5226/07)
Technical Manager
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This report is issued in accordance with the conditions of accreditation granted by SAMM which has assessed the capability of the laboratory and its traceability to recognised
national standards and to the units or measurement realised at the corresponding national standards laboratory. Copyright of this report is owned by the issuing laboratory and
may not be reproduced other than in full except with prior written approval of the Head of the issuing laboratory.
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